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REPORT BRIEF
GULTON 6.0 AMPERE-HOUR ADHYDRODE NICKEL CADMIUM
SECONDARY SPACECRAFT CELLS
Ref: (a) National Aeronsutics and Space Administration Purchase

Order Number W11,252B

(b) NASA 1tr BRA’VBK/pad of 25 September 1961 w/BUWEPS first
end FQ-1:WSK of 2 October 1961 to CO NAD Crane

(¢) Preliminary Work Statement for Battery Evaluation Program

of 25 August 1961

I. TEST ASSIGNMENT BRIEF.

A. Tn compliance with references (a) and (b), evaluation of
Gulton Industries, Tnc. 6.0 ampere-hour Adhydrode Secondary Spacecraft
Cells was begun according to the program outline of reference (c).

B. The object of this evaluation program is to gather specific
information concerning secondary spacecraft cells. Information
concerning performance characterilstics and limitations, including
cycle life under various electrical and environmental conditions,
willl be of interest to power systems designers and users. Cell
weaknesses, including causes of fallure of present designs, will be
of interest to suppliers as a gulde to product improvement.

C. Twenty-five 6.0 ampere-hour cells were purchased from
Gulton Industries, Inc., Metuchen, New Jersey by National Aeronautics
and Space Administration (NASA). These cells are rated at 6.0 ampere
hours by the manufacturer and include the adhydrode or adsorption
hydrogen type auxlliary electrode.

IT. CONCLUSIONS.

A. From the results of this test, 1t can be concluded that:
l. The ceramic seals of these cells, manufactured by Gulton
Tndustries, Inc. are satisfactory as evldenced by no leakers out of
the 25 cells tested.

2. The capacities of the cells were in the acceptable range
of 6.99 to 7.41 ampere-hours.

ITT. RECOMMENDATIONS,

A. Tt 1s recommended that these Gulton Industries, Inc. 6.0 ampere-
hour adhydrode cells be accepted on the basis of the acceptance test
results.
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RESULTS OF ACCEPTANCE TESTS
OF
6.0 AMPERE-HOUR ADHYDRODE NICKEL, CADMIWM
SECONDARY SPACECRAFT CELLS
MANUFACTURED BY
GULTON INDUSTRIES, INC.

TI. INTRODUCTION,

A. On 17 January 1967, this activity began acceptance tests
on twenty-five 6.0 ampere-hour cells. These tests were completed
on 31 January 1967.

IT. TEST CONDITIONS.

A. All acceptance tests were performed at an amblent temperature
between 23° C and 27° C at existing relative humidity and atmospheric
pressure and conslsted of the following:

1. Phenolphthalein Ileak Test.

2. Capaclty Test.

3. Cell Short Test.

L, Tmmersion Seal Test.

5. Overcharge Test.

6. TInternal Resistance Test of the Adhydrode.
7. Internal Resistance Test of the Cell.

8. Tmmersion Seal Test.

B. All charging and discharglng was done at constant current
(£5 percent). Cells were charged in series but discharged individually.

ITI. CELL IDENTIFICATION AND DESCRTPTION.

A. Cells were identified by the manufacturer's serlal numbers
which were from 357 to 398, although not consecutively.
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B. The 6.0 ampere-hour adhydrode cells are rectangular in shape
with average height (bese to top of positive terminal), length and
width of 3.594, 0.812 and 2.088 inches respectively. The average
welght was 281.0 grams. The individual cell dimensions and weight
are given in Table I. Figure 1 is a photograph showing the Gulton
Industries, Inc. 6.0 ampere-hour adhydrode cell.

C. The cell containers or cans, and the cell covers are made of
stalnless steel. Both terminals are insulated from the cell covers
by ceramic seals and protrude through the cover as solder type
terminals.

D. These cells, rated by the manufacturer at 6.0 ampere-hours,
were supplied in a discharged (with shorting wire) condition.

IV. TEST PROCEDURE AND RESULTS.

A. Phenolphthalein Leak Test.

l. The phenolphthalein leak test 1s a determlnation of the
condition of the welds and ceramic seals on receipt of the cells.
This test was performed with a phenolphthalein spray indicator
solution of one-half of one percent concentration.

2. There were no signs of leakage on any of the 25 cells
subjJected to the leak test.

B. Capacity Test.

1. The capacity test 1s a determination of the cell capacity
at the c/2 discharge rate, where ¢ is the manufacturer's rated
capacity, to a cutoff voltage of 1.00 volt per cell. The discharge
was made after a l-hour open circuit period following the 16-hour
charge at the c/lO rate. A total of three capacity checks were
made at this activity. The cells were discharged individually, but
were recharged in series.

2. TIn order to gather data on the characteristics of the
gdhydrode, 51 ohms resistance was used between the adhydrode and the
negative terminal for the first capacity checkj 24 ohms was used for
the second capacity check} and an open clrcuit or infinlte resistance
was used for the third capacity check.

3. Since complete capacity data, including adhydrode
characteristics with the three reslstance values, was not submitted
by the manufacturer, it was not possible to compare the manufacturer's
results with those of this activity. The 1ndividual cell capacities
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ranged from 6.99 to T.41 ampere-hours for an average of 7.25 ampere-
hours. The cell capacities together with the adhydrode voltage
characterlstics are tabulated 1n Table IT. Characteristic 2-hour
rate discharge curves are shown in Figure 2.

C. Cell Short Test.

1. The cell short test is a means of detecting slight
shorting conditions which may exist because of imperfections in the
insulating materials or damage to the element in handling or assembly.

2. TFollowing completion of the third capacity discharge test,
each individual cell was loaded with a resistor of value glving a c/l
to c/5 discharge rate and allowed to stand 16 hours with the resistor
acting as a shorting device. At the end of 16 hours, the resistors
were removed and the cells were placed on open circuilt stand for 2k
hours. Any cell whose voltage did not recover to 1.15 volts or higher
was rejected.

3. The open circuit cell voltages, 24 hours after removal of
the shorting resistors, ranged from 1.16 to 1.20 volts for an average
of 1.20 volts.

4. There were no rejects of any of the cells subjected to the
cell short test. The voltage values for the 25 accepted cells are
shown in Table IT.

D. Immersion Seal Test.

1. The immersion seal test 1s a means of detecting leakage of
a seal or weld. The test was performed before and after the overcharge
test sequence to determine the presence and cause of leaks.

2. The cells were placed under water in a bell jar container.
A vacuum of 20 Inches of mercury was held for 3 minutes. Cells
discharging a steady stream of tubbles were considered rejects.

3. There were no rejects in the 25 cells subjected to the
immersion seal test.

E. Overcharge Test.

1. The overcharge tests were performed to determine the steady
state voltage at specific rates. The test specifled a serles of con-
stant current charges at c/EO, c/lo and 0/5 rates, for a minimum of
48 hours at each charge rate or until the increase of the "on-charge"
voltage was less than 10 millivolts per day.
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2. The cells were monitored hourly throughout the test.
Charging was to be dlscontlnued on cells which exceeded 1.50 volts
while on charge. There was no need to remove any cells from the
chargling sequence.

3. The steady state voltage of each cell at the end of
each 48-hour charge rate test is shown in Table II. Characteristic
overcharge voltage curves are shown in Flgure 3.

F. Internal Resistance Test of the Adhydrode.

1. This test was performed to determine the Internal
registance of the adhydrode.

2. During the c/lO charge rate portlon of the overcharge
test; the voltage drop across the 51 ohm resistor connecting the
adhydrode to the negative terminal was measured. The 51 ohm resistor
was then shunted with a one ohm resistor for 5 to 10 seconds and the
voltage drop across the two parallel resistors (0.9808 ohms) was
measured. The internal resistance of the adhydrode in ohms was
calculated according to the following formula:

R=JV1-1V2
I2 -~ 11
vhere V1 = voltage drop in volts across the 51 ohm resistor
V2 = voltage drop in volts across the 0.9808 ohm resistor
Tl = current flow in amperes through the 51 ohm resistor
T2 = current flow in amperes through the 0.9808 ohm resistor

3. The internal resistance value for the adhydrode of each
cell is shown in Table ITI. The values range from 7.65 ohms to
12.90 ohms.

G. Internal Resistance Test of the Cell.

1. This test was performed to determine the internal
resistance of the cell.

2. At the completion of the overcharge test, the cells were
returned to the c/20 charging rate and given a short pulse (5-10 seconds)
at the rate of ¢ in amperes. The cell voltages, V1, immediately
prior to the pulsej and V2, 5 milliseconds after the pulse, were read
on a suitable recording instrument. A CEC high speed oscillograph
recorder (28.8 inches of tape per second) was used. The internal
resistance of the cell in ohms was calculated according to the
following formula:
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_ve-w

Ic - Ic;EO

V1 and V2 are in volts, Ic and Tc/20 are in amperes.

R

3. The internal resistance value for each cell is shown in
Table ITII. The values range from 1.75 milliohms to 3.51 milliohms.




Cell
Number

357
361
363
364
365
366
367
368
372
373
37k
375
376
37T
379
381
382
384
385
387
388
390
391
394
398

Height
(Inches)

3.
3.
3.
.590

w w w w w w Ww

w w [GL] w (W3] w

wow W

Ay

w W W

Gulton 6.0 Ampere Hour Cells

575

600

593

.600
.603
.588
611
.596
5%
.612
501
.608
.610
.580
.60k
.587
.600
.59
. 584
.5688
.586
.588

.576

TABIE I

Length
(Inches)

0.810
0.812
0.812
0.812
0.812
0.810
0.811
0.812
0.812
0.812
0.813
0.811
0.815
n.812
0.810
0.811
0.812

0.810

Width

(Inches)
2.
2.

2.

088
088

090

.086
.088
.087
.087
.087
. 087
.088
.088
L092

.089

.0
.090
.085
.086

.089
.090
.00
. 085
.088

.092
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Welght
(Grams)

278.9
279.7
283.5
278.8
280.2
277.2
277.6
279.9
280.0
283.2
282.6
279.4
28h.2
283.2
282.0
281.9
280.5
284.3
279.6
279.9
283.8
282.8
280.5
281.5

279.9
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Cell
Number

357
361
363
364
365
366
367
368
372
373
37k
375
376
37
379
381
382
384
385
387

390
391
39k
398

TABLE ITT

Auxiliary
Electrode

Resistance
(Ohme )
7.65
10.88
10.4Y4
11.54
10.52
12.38
10.76

L7

o

B
%

11.46

11.11

10.33

11.22

9.22

R

.90

Cell
Resglstance
(Milliohms)

1.

1

1.

75

-T5
1.

5
75

.75
:T5
<75
.51
:T5
<5
-T5
.75
<15
.75
.75
.51
.75
.75
.75
.75
-T5
LTS
.T5
-T5
<75
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